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ABSTRACT. The propagation behaviour of Love wave in an initially
stressed functionally graded magnetic-electric-elastic half-space carrying
a homogeneous layer is investigated. The material parameters in the sub-
strate are assumed to vary exponentially along the thickness direction
only. The velocity equations of Love wave are derived on the electrically
or magnetically open circuit and short circuit boundary conditions, based
on the equations of motion of the graded magnetic-electric-elastic mate-
rial with the initial stresses and the free traction boundary conditions of
surface and the continuous boundary conditions of interface. The dis-
persive curves are obtained numerically and the influences of the initial
stresses and the material gradient index on the dispersive curves are dis-
cussed. The investigation provides a basis for the development of new
functionally graded magneto-electro-elastic surface wave devices.

KEY woORrDS: Initial stress, graded material; magnetic-electric-elastic ma-
terial; surface wave; open and short circuit.
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The magnetic-electric-elastic materials possess particular product prop-
erties, i.e. the magneto-electric-mechanical coupling effect, which is not demon-
strated with conventional piezoelectric or piezomagnetic materials. The me-
chanics of the magnetic-electric-elastic materials has received considerable re-
search effort with their increasing usage in various applications including sen-
sors and actuators [1, 2]. These applications are closely related to vibration
and wave propagation properties of the magnetic-electric-elastic materials. So,
the research work of the dynamic properties about this kind of structure at-
tracts much attention in recent years. Calas et al. [3| investigated the prop-
agation of shear horizontal (SH) waves in magnetic-electric-elastic multilay-
ered structures. Liu et al. [4] studied the Love wave in piezomagnetic and
piezoelectric structures. Feng et al. [5] and Li et al. [6] considered Rayleigh
waves in magnetic-electric-elastic half planes. Wu et al. [7] studied the Lame
waves in the piezoelectric-piezomagnetic bimaterial. Functionally graded mate-
rials have extensive applications in many fields, such as aerospace, electronics.
The increasing utilization of the functionally graded materials has required
better understanding of their mechanical and thermal behaviour. As for the
wave propagation problem, although numerous achievements have been made
for functionally graded piezoelectric materials [8-12|, research on the wave
propagation in functionally graded magnetic-electric-elastic materials is still
very limited. Chen et al. [13] considered the free vibration problem of the
functionally graded magnetic-electric-elastic multilayered plates. Chen et al.
[14] investigated propagation of axial shear magneto-electro-elastic waves in
piezoelectric-piezomagnetic composites with randomly distributed cylindrical
inhomogeneities. Wu et al. [15]| investigated the harmonic waves in inhomo-
geneous magnetic-electric-elastic plates. Yu et al. [16-17| studied the wave
propagation in various inhomogeneous curved waveguides. In all the above-
mentioned researches, the initial stresses induced during the processing were
not taken into account. However, for the FGM piezomagnetic-piezoelectric
structure, due to the non-uniform material properties, coefficients of thermal
expansion and chemical/nucleation shrinkage/growth during the processing,
the presence of initial stress is unavoidable. It is necessary to investigate the
effects of the initial stresses on the wave propagation behaviour in functionally
graded magnetic-electric-elastic materials and structures. Li et al. [18] investi-
gated the propagation behaviour of shear surface wave in a functionally graded
magneto-electro-elastic half-space with initial stresses and discussed the effects
of the initial stresses and material gradient index on the surface wave velocities.

In this paper, we have taken into account the effects of initial stresses
on the propagation behaviour in a functionally graded magnetic-electric-elastic
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half-space, carrying a homogeneous layer and discuss the effects of the initial
stresses and the material gradient index on the surface wave velocities. For
convenience in the analysis, we assume that material properties change expo-
nentially along the thickness direction in the substrate. The speed equations
of Love wave are derived under the initial stresses on different electrically and
magnetically boundary conditions. Some significant results have been obtained,
which can provide a theoretical foundation for the design and practical appli-
cation of surface acoustic wave devices with the functionally graded magneto-
electro-elastic structures.

2. Statement of the problem

Here, the wave propagation behaviour in a homogeneous layered func-
tionally graded magneto-electro-elastic structure is taken into account, as shown
in Fig. 1. It involves an isotropic homogenous layer with uniform thickness of
h bonded perfectly to a transversely isotropic magneto-electro-elastic substrate
with its polarization direction perpendicular to the x-y plane. It is assumed,
that the wave propagation is in the positive direction of x axis and constant
initial stresses are in the substrate.

air

elastic layer h

\j

functional gradient o
magneto-electro-elastic
meterial

Fig. 1. Elastic layered functionally graded magnetic-electric-elastic half space

2.1. Initially stressed functionally graded magnetic-electric-
elastic half space

The constitutive equations of the magnetic-electric-elastic solid can be
written as:

(la) Tij = CijkiUk, + €kij Pk + Pkij® ks
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(10) D; = eipury — Kikp ke — Bik® k,

(1c) B; = hijug — Biko,k — Hik® k-

For the wave motion of small amplitude, the equations of motion of the
magnetic-electric-elastic solid with initial stresses can be written as [19]:

(2) ojij + (w, kak]) =pi; , Diy=0, B;; =0

In Egs (1)—(2), oijis the stress tensor; 02]- is the initial stress; The
coefficients c;jr1, ki and pipare the elastic constant, dielectric constant and
the magnetic permittivity, respectively. The coefficientsey;;, hi;;and §;; are
the piezoelectric, piezomagnetic and electromagnetic constant, respectively. u;
is the mechanical displacement vector, D; the electric displacement vector, B;
the magnetic induction vector. ¢, ¢ are the electric and magnetic potential,
respectively, p the mass density.

For the transversely isotropic magneto-electro-elastic substrate, the con-
stitutive equations can be written in term of components:

Oxz = Cl1€xx + C12Eyy + C13€22 T €310 2 + h31¢,27
Oyy = C12Ezz + Cl1Eyy + C13622 + €310 + h310 2,
0.2 = C13Ezz + C13Eyy + €33€22 + €330, + N33 2,
yr = 2C44€y: +e159y + hi50y,
Ory = 244822 + €159 + h15¢,xa
Ogy = (C11 - Cl2)£xy7
(3) by B B
e = 2€15620 — K119, — 1Pz,
y = 2€158y, — K11¥Py — P10y,
D, = e31644 + €316y + €33822 — K330,z — 3330 2,
T = 2h15€zm - 511()0@ - N11¢,$7
y = 2h155yz - ,Bllso,y - Nll@b,ya
Bz = h31€ma: + h31€yy + h33€zz - 633()0,2 - :U'33¢,z'

slw

Ssjies

The position dependent material characteristics and the initial stresses
are assumed to vary exponentially along the thickness direction, i.e.:

cik(y) = ?kek , eir(y) = e?keky
(4) h (y) h?keky ) k(y) 0 Zyv

ﬁzk(y) /8 ’ Nzk(y) = :U’zke ’

p=p'e Ui?;j (y) = U/?joeky,
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where ¢y, = cik(0), €}, = eir(0), hy = hix(0), K = ri(0), Bk = Bir(0),
19 = i (0), p° = p(0) and 02]-0 = Jgj(O). k is the functional gradient index.

For the Love wave propagating in the positive direction of x axis, the
mechanical displacement components and the electric and the magnetic poten-
tial are as following:

(5) wz,y) =v(z,y) =0, w=uwz,y,1),

QOZQO(CC,:U,t), ¢:¢(ﬂf,y,t)
Substituting Eq.(3)-Eq.(5) into Eq.(2), only consider the initial stresses

o o yyln the substrate, we have the following equations of motion:
0 O 0
(60) V2w + 5V + 1 V26 + k (el 2L 4 95 22 4 pg 99
dy oy oy
0*w 0*w 0%w
0 0 50
TP T g2 T 722
aw 0p
(6b)  €YsViw — K, V2P — ) V2 + k 6(1)5 A1 8 - Bh 8_y> =0,
ow 5 0p o 00
(6c)  hi5Viw — Y V2 — u11V2¢+k< T 9 B == By ”a > =0,

where V? = 9%/02% + 0%/0y?, 0 = 00,4, 09 = o0 Introduce the two

yy0-
functions:
(7) Y =p—mw, Xx=¢—nw.

Substitution of Eq.(7) into Eq.(6) yields:

2 2
(8@) éz)14 <v2w+ka_w) :poa 06 w _0_06 w

oy 8z~ Tlog2 292
N
b 2 —— =
(8b) Vi + By 0,
(8c) Vi + KX
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In Egs. (7)—(8):

(9) _:“11615 Bi1 s _”11}115 Bhrels
i1y — (B11)? i1y — (B11)?

[191(e95)% 4 K91 (h95)? — 2ﬁ916(1)5h?5]'

(10) =+
“ “ [“11:“11 (ﬁ%)Q]

Then, the stress tensor, electric displacement vector and the magnetic
induction vector in Eqs. (3) can be expressed in term of w, ¥ and x:

Ope = Oyy =0, =0,y =0, D, =0, B,=0,

ow o
Uyzzeky(éi4ay—|—el5a +h15a >,

ow 0 ox
<Cﬂ4 O + 6156 h95%> )
SN S 1 6X
(11) 1 (%v b Ox
ax
= e ( “11 8 ?1 8y>
30 o
P15 o M116

2.2. The homogeneous elastic layer

Let w’, ¢’ and ¢’ denote the mechanical displacement, electric and mag-
netic potential in the homogeneous elastic layer. For the isotropic homogeneous
layer, considering Eqs. (8) and Eqgs. (11), we have the following equations of
motion:

(12a) (Vi) =
(12b) Vi =0,

(12¢) V¢ =0



Propagation of Surface Waves . .. 75

/

and the components of 7;;, D} and B] in the homogeneous elastic layer are:

/ / / / / !/
Opp =Oyy =05, =0, =0, D,=0, B, =0,

T yy 2z Ty
o =i ow'
yz dy’
o = Nl ow’
== M g
oy
(13) Do = =gy
0p
Dly = —’ilna—y,
o9’
B/ — / -
xr /"Lll 61‘ 9
09’
B/ — / s
y H11 ay )

where: the coefficients p’, 1/, k}; and p}; are the mass density, shear modulus,
dielectric constant and the magnetic permittivity, respectively in the homoge-
neous elastic layer.

3. The velocity equation of Love wave

Let the area y > 0 is the functional gradient magnetic-electric-elastic
material, marked as A. Let ¢4 and ¢4 denote the electric and magnetic poten-
tial, D4 and Ba the electric displacement vector and the magnetic induction
vector along y in the region A. The stresso,. is marked aso 4.

For y — +o0, w =0, o4 =0, ¢4 = 0. The solution of Eq. (8) can be
assumed as:

(14a) w= A MelETwt),

(14[)) Y= A2674yei(§zfu}t)’

(14c) X = Age_cyei(gm_”t),
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where: Ay, Ao and As are unknown constants, £ and w the wave number and
angular frequency, respectively. Substitution of Eq.(14) into Eq.(11) yields:

oa = —e" (@ nAre™™ + 5 Aze ™Y + hisC Age V)l St
Dy = eky(n?lgAge_Cy + B?1<A36—Cy)6i(§m—wt)’
(15) B = eM(BY ¢ Ase™Y + 19, ¢ AgeCY)elEr—wh)
0a = (Age™Y - mAe W)ellEe—wh)
pa = (Aze™Y 4 nAje~)elEe—wt),

Substituting Eq.(14) into Eq.(8), for v < v4, we have:

16 TR A S TS &
(16a) I+ -)n™ —kn = &( 5+ =5) >0,

C4q Va  Cyq
(160) ¢ —Ch=¢

Then the solution of 7, ¢ can be obtained from Eq.(16) as:

2

k+ \/k2 AL+ )1 -2 4 o)
44 44

Va

(17&) n= 50 >0,
21+ )
44
k4 \/k? + 4¢2
(17b) ¢ = k+ ik + 467

2 )

where: v = w/¢ is the surface wave velocity and v = &},/p°.
The solution of Eq. (12) can be assumed as:

(18a) W = (Ble*i"/y + BQQin’y)ei(gz—wt)’
(18b) sp/ = (Bgefgy + B4e§y)ei(£x7wt)’
(180) ¢/ _ (B5€7£y + BGG£y)ei(£x7wt)’

where: By, By, ..., Bg are unknown constants.
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Let the area —h < y < 0 is the homogeneous elastic layer, marked as
B. Letyp and ¢p denote the electric and magnetic potential, Dp and Bp the
electric displacement vector and the magnetic induction vector along y in the
region B, respectively. The stress 0’;2 is marked as op. Substitution of Eq.(18)
into Eq.(13) yields:

op = ip'n (—Bre Y 4 ByeV)elEr et

Dp = (Bgmfnge—fy — Byrl £etV)eiEa—wt),

(19) Bp = (Bspiy e — By, £eY)e’ (Ez—wt)
(B —&y + B4e£y)ez’(£x—wt)’
Bse™ %Y +B6659) i(§x—wt)

= (
Substituting Eq.(18) into Eq.(12), we have:

2
v
VB

where: v% = i’ /p.
In vacuum area C, the electric potential o and magnetic potential ¢¢
satisfie Laplace’s equations, i.e.:

(21) Ve =0, V’¢c=0.

For y — —o0, pc = 0, ¢c = 0. The solution of Eq. (21) can be
assumed to possess the following form:

(22a) oo = Creseiléz—wt)

(22b) po = CoelVelEo—wt)

where: C7 and Cy are unknown constants. In vacuum, the electric displacement
vector and the magnetic induction vector are expressed as, respectively:

dp .
(23a) D = moEc = —ro—p - PC _ o Cpesvgeién—wt),
Y

(23b) Be = pwHe = —Hoéz,;iyc = —pugClet¥eelEr—wt)



78 Li Li, P. J. Wei

where: ko = 8.854 x 1072C? . N=! . m~! is the dielectric constant and Ho =
47 x 107" Ns? - C~2 is the magnetic permittivity in vacuum.

The following boundary and continuous conditions should be satisfied,
when the surface wave propagates in the layered structure, as shown in Fig. 1. It
should be pointed out that two kinds of magneto-electro boundary conditions,
i. e. magneto-electro open and short conditions, would be taken into account
in this study.

The mechanical traction-free, magnetically and electrically short circuit

conditions at y = —h and the continuous conditions at y = 0 satisfy:
O-B(:Ca _h’t) =0, QOB(IE,—h,t) =0, ¢B(x’_hat) =0,
oa(r,0,t) = op(z,0,t), w(x,0,t)=w'(x,0,t),

(24)
0a(z,0,t) = pp(z,0,t), Da(z,0,t) = Dp(z,0,t),

(
¢A($,O,t) = ¢B(:C50’t)’ BA(‘T’Oat) = BB(:CaO’t)'

which results in the algebraic equations in the unknowns A, As, Az, By, Bo,
B3, By, Bs, Bg:

—eMh B 4 eT By =

"By 4+ e "By =0

egth, + eiéhBG =0

—(591477/11 + 695@42 + h?5CA3) = ip'n' (= By + Ba),
(25) A1 = By + By,

mA, + Ay = B3 + By,

R11CAs + B11C A3 = K1, EB3 — K7, € By,

nAy + A3 = Bs + Bg,

5(1)1@42 + M(1)1CA3 = p1€B5 — 1), €Bes.

The nontrivial solution of Ay, As, A3, B1, By, B3, By, Bs, Bg exists
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only if the determinants of the coefficient matrix of Eq.(25) equals to zero, i.e.:

0 0 0 —eih gmi'h 0 0 0
0 0 0 0 0 e e 0
0 0 0 0 0 0 0 eh e
—dyn —el5¢ —hisC iy’ —ig' 00 0 0
(26) 1 0 0 -1 -1 0 0 0 0 |=0.
m 1 0 0 0 -1 -1 0 0
0 kHh¢ B¢ 0 0 —rp& g 0 0
n 0 1 0 0 0 0o -1 -1
0 B¢ whHh¢e 0 0 0 0 —pné pié

from Eq.(26) , we have:

(27) 52477 - //77/ tan(n’h) = ((m’f,n//negf) + n’flllﬂlllh(l)5)§2f
+ (mehy pdiels + nphy a9 Ry — mihy B R — nyd, B ed5)6¢ tanh(gh))/

(Fi,n//nf2 + (khy pdy + K9l )EC tanh(ER) + (k9 pd) — (6?1)2)C2(tanh(§h))2>

Substituting Eq.(17) and Eq.(20) into Eq.(27) leads to the following wave ve-
locity equation:

2 a9 v2 oy 2
k+ k2 +4(1 4 =) (1——2+T>5
(28) Cy4 VA Cyq
0
2 (1 + ;’T?)
44
w'eé 7 —ltan( —1§h> M
Cyq 5914’
where

M = ((m’ilnﬂlne% + nhy iy h5)E%¢
+ (m"‘i/nﬂ%e(l)s) + ”M,n’i(l)lh?f) - mﬂ’nﬁ%h% - n:u'/11/8?1695) £¢* tanh( fh))/

(’f/n//nf2 + (Khy 8y + K9 p)EC banh(Eh) + (k9 p8) — (B)))?)¢? (tanh(ER))?

N—
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The mechanical traction-free, magnetically and electrically open circuit condi-
tions at y = —h and the continuous conditions at y = 0 satisfy:

@B(xa ) ) C(‘T)_hat)a DB(.’E,—h,t) :DC(:Ca _h)t))
B

(20) ¢B(x, —h,t) = ¢c(x,—h,t), Bp(z,—h,t) = Bo(z,—h,t),
oa(x,0,t) = op(x,0,t), w(z,0,t) = w'(z,0,1),
pa(z,0,t) = pp(z,0,1), Dy(z,0,t) = Dp(z,0,1),
da(z,0,t) = ¢p(x,0,t), Ba(z,0,t) = Bp(z,0,t),

which results in the algebraic equations in the unknowns A, As, Az, By, Bo,
B3) B47 B57 BGv Cl) C2:

—ei”/hBl + e*i",th =0,
egth + e_EhB4 = e_ghCl,
K11€et" By — iy, 6e " By = —kole "0y,
"By + e " Bg = e_gth,
N/11fe§h35 - Mlnfe_ghBG = —pole " Cy,
(30) — (@ A1 + e§5¢ Az + hi5(As) = ip'n/ (—=By + Ba),
Ay = By + By,
mA, + Ay = Bs + By,
K1 CA2 + B11CAs = w1183 — K1 €Ba,
nAj; + A3 = Bs + Bg,

B CAs + 1 CAs = ph1€Bs — 1€ Bs.

The nontrivial solution exists only if the determinants of the coefficient
matrix of Eq.(30) equals to zero, i.e.:
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(31)

0 0 0 —ehemin'h g 0 0 0 0 0

0 0 0 0 0 esh e~ &h 0 0 —e¢h 0

0 0 0 0 0 k) ceft —klge” 0 0 kote " 0

0 0 0 0 0 0 0 esh e &h 0 —e~¢h

o o o 0o 0 0 0 pha&et —phyge™ 0 poge M| 0

—Ciyn —€i5¢ —hisC in'n —ip'n 0 0 0 0 0 0 =

1 0 0 -1 -1 0 0 0 0 0 0

m 1 0 0 0 —1 —1 0 0 0 0

0 w}H¢ B¢ 0 0 —kp€  Ké 0 0 0 0

n 0 1 0 0 0 0 -1 -1 0 0

0 BH¢ ph¢ 0 0 0 0 —pné paé 0 0

From Eq.(31), we have:

(82) ym — '’ tan('h) = (nbph €C (55115 — 955
+ mart €¢(eP5ndy — hi58%1) + Ky p €2 ab(nhls + me(l)S))/
(C(“(l)lﬂ(l)l — (BN)?) + &(apd KLy + b“(l)ll/n)),

wy tanh(Eh) + ko o phy tanh(€h) + po

Kqq + Ko tanh(&h) w1y + o tanh(&h)
and Eq.(20) into Eq.(32) leads to the following wave velocity equation:

where: a = . Substituting Eq.(17)

k+\/k2+4(1+;%8>( — %) e
44 A 44

(33) —
2 (1 + %)
Ciq
e ”—2—1tan( ”—2—1§h> ~
ey &
where:

N = (nbﬂﬁlgf(ﬁ?lh% - 6955?1)
+ marl €C(eYspuly — hisBY) + iy p1E2ab(nhls + m€(1]5)>/

(C(“(l)lﬂ(l)l — (BN)?) + &(apd Khy + b“(l)ll/n))-
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4. Numerical results and discussions

In the following numerical examples, the thickness of the homogeneous
layer h is 1 x 10™2m. Consider the elastic material Si in the homogeneous layer
and the piezomagnetic material CoFes Oy in the functionally graded substrate.
The material constants are listed in Table 1. In the numerical examples, the
wave speed of Love wave at different gradient index and different initial stresses
are computed and the results are shown graphically. The influence of the gra-
dient index and the initial stress are discussed based on the numerical results.

Table 1. Material parameters used in the computation [20-21]

Materials cas/ r/ i/ par/ has/
(10°N-m %) |(10°kg-m~?) [ (10" °C*N""m ") [ (107 °Ns*>.C ) |(N-A"m ™)

Elastic

layer 79.4 2.328 0.1035 1.256 0

(S1)

Functionally

graded 45.3 5.3 0.08 157 550

substrate

(COF6204)

First, the surface wave speed at different gradient index and the fixed
initial stresses Jg is computed and the results are shown in Fig. 2. It is found
that the surface wave speed is very sensitive to the gradient index. Further-

more, whether the boundary condition is a short circuit or open circuit, the

3300 T T T T

T T
— vy

e ¥V 3300 | A —vy— ¥ 1
v
v
-
~ 3250 [ 1
™ il
4 ? 3250 | 9
= e A A A A 5
> s = A A A -
g amf = _A - B z A A——a— 4 A
5 A 6=10"MPa g
= ‘e k=-10 2 7
¢ : =10 > ool 5'=10°MPa |
T A= % :
® ol —v—k=-20| | 2 e
e e A— k=-15
e - k=-20
. =
s
- 3150 |- o—* B e 4
3100 L , : A ; ‘ : —*
0 2 4 6 8 0 2 4 6 8
wave number & wave number &
(@) ®)

Fig. 2. The surface wave velocities of the piezomagnetic material (CoFe304) with
the fixed initial stress ¢3: (a) short circuit condition; (b) open circuit condition
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3030 |- .
. =2, o;=10°'MPa, o;=10'MPa
©— magnetically short
—e— magnetically open
L L 1 —
0 2 -4 - -8 -10
gradient coefficient k

3000

Fig. 3. The surface wave velocities of the piezomagnetic material (CoFe20y4) at

3100

different gradient index and magnetically surface boundary

3105

o
3090 |- e o 3100 L S 0
g . = e
e 3095 k=-5 My ]
. 080 Pl 1 v ’=0MPa S
® . Y B
o / e L L
§ 3070 | / 1 = .s08s o '=10°MP ‘ ]
> / . g [t
g wel o= e A S B R ]
3 St ]
/ © 3075 -
g s0s0f .~ =5 . §
z 7/ —v— 0 =0MPa 3070 7
3040 |- A 3 idino
/ a '=10 MPa‘ 3065 ]
s f ¥ —e—4,=10'MPa | 5566 1
0 2 4 6 8 4
wave number & wave number &
() (b)
Fig. 4. The surface wave velocities of the piezomagnetic material (CoFe304) with

the fixed gradient index: (a) short circuit condition, (b) open circuit condition

surface wave speed increases gradually with the increase of the absolute value
of gradient index for the piezomagnetic medium. Similar computations are
performed for the fixed initial stresses o) and similar trend is observed. It can
be seen, that the surface wave speed is more sensitive under magnetically open
circuit condition than under magnetically short circuit condition and the sur-
face wave speed under magnetically open circuit condition is a little bit higher
than under magnetically short circuit condition at the same frequency. This is

shown in Fig. 3.

The influences of the initial stresses on the surface wave speed under the
fixed gradient index are shown in Figs 4, 5 and 6. It is found, that the initial
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3070 . . . ;
3070 |- 4
-~ 3080 |- 4 _
I T
o 2 3060 |- 4
£ £
= >
5 3050 7 = K
% 8 3050 |- Y i
> ° N
2 / H \
3 —— L
2 3040 [ k=-5 L] B g =35 \-
£ o’=0MPa A\ & 0 X i
2 \ —4—0,=0MPa N\
0 pinrpal { \
—n—o’=10'MPal \ —mo’=10'MPa N\
0_4n5 | L]
o *— 5)=10"MPg| 1 3030 |- | g nZ:IOsMF'a! 1
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0 2 4 6 8 0 2 4 6 8
wave number & wave number &
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Fig. 5. The surface wave velocities of the piezomagnetic material (CoFe304) with
the fixed gradient index: (a) short circuit condition, (b) open circuit condition
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Fig. 6. The surface wave velocities of the piezomagnetic material (CoFe20y4) at

different initial stress and magnetically surface boundary: (a) at different initial

stresso’; (b) at different initial stresso)

stress 0! makes the surface wave speed increasing, while the initial stress o3

makes the surface wave speed decreasing. Furthermore, the effect of initial
stress 0(1) is the same at different frequency, and the effect of initial stress Jg
is more evident at high frequency, than at low frequency. Namely, the effect
of initial stress 0(1) is frequency-independent, while the effect of initial stress Jg
is frequency-dependent. Although the existence of initial stress o) and o9 can
make the surface wave speed changed, but this change is evident only when

the value of 0(1) and Ug approach the value of cqy. This trend is shown in Fig.
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6. The comparison of the effect of oandodshows that the effect of oVis more
evident than ¢3. Therefore, if the initial stress is used to enhance the surface
wave speed, the imposing 0(1) along the direction parallel to the free surface is
better than the imposing 08 along the direction normal to the free surface.

4. Conclusion

The Love wave can exist at the homogeneous layered half-infinite mag-
netic-electric-elastic medium. Whether the boundary condition is short circuit
or open circuit, the surface wave speed increases gradually with the increase
of the absolute value of gradient index. But the surface wave speed is more
sensitive to the gradient index under the open circuit condition than under
the short circuit condition. The initial stress has evident influence on the
surface wave speed. In general, the existence of the initial stress parallel to the
surface has more evident influence than the initial stress perpendicular to the
surface. Furthermore, the existence of the initial stress parallel to the surface
makes the surface wave speed increasing but the existence of the initial stress
perpendicular to the surface makes the surface wave speed decreasing. However,
only when the initial stress approaches to the magnitude of elastic constants
the effects of initial stress on the surface wave speed are pronounced.
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